Laucks&

ing Laboratories, Inc.

940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry Microbiology. and Technical Services

CLIENT: Alaskan Copper Works Certificate of Analysis
F. 0. Bax 3546 " Work Order® @ 30-01-231
Beattle, WA 98124 DATE RECEIVED : 01/18/90
DATE OF REFORT: 01/30/30
ATTN : Raphael Acholenu CLIENT JOB 1D : M13397
Work 1D : Acid Tank Sample AMMUAL Rizpe @ T.
Taken By + Client
Transported by: Hand Delivered
Type : Liguid

SAMPLE IDENTIFICATION:

Sample
Description
018 1-17-3200-M13227

Unless othervise instructed all samples will be discarded on 037127490

Respectfully submitted,
Laucks Testing Laboratories, Inc.

ﬁm

H. Owens

Charter Member American Courxil of Independent Laboratories

AKC-0014822



Laucks@

ing Laboratories, Inc.

940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry Microbiology, and Technical Services

CLIENT @ Alaskan Copper Works

TESTS PERFORMED AND RESULTS:

Analyte

Cadmium (Method 213.1)
Chromiuz (Method 218.1)
Copper (Method 220.1)
Lead (Method 239.1)
Nickel (Method 249.1)

linc (Method 289.1)

Units

ng/l
ng/L
ng/L
ng/L
mg/L

mg/L

0.06

11000,

1900.

9.1

8800.

14'

Certificate of Analysis

Work Order ¥ 90-01-251

Charter Member American Counxil of Independent Laboratories

AKC-0014823



